ISSN 1021-3279

Volume 33, Nos. (1 & 2), January - December, 2014

Drying Characteristics of Ghora-neem [Melia
sempervirens (L.) All.] Wood of Different
Thickness Using Solar kiln

M. Rowson Ali, M. Jahangir Alam, U. K. Rokeya and S. P. Paul

Seasoning and Timber Physics Division, Bangladesh Forest Research Institute, Chittagong, Bangladesh.

Bangladesh Journal of Forest Science

BANGLADESH FOREST RESEARCH INSTITUTE
CHITTAGONG, BANGLADESH




